
Reason  For  Recall MIC

NIIN NOMENCLATURE

000044583 Nut, Self-Locking, Hex

Recalled for wrong material class. NCE-3314-004YT

000236290 Valve, Ball

Valve leaked when pressure tested. CUCO-6280-243A

Valve leaked when pressure tested. CUCO-8053-132A

000455412 Stem, Assy, Valve

Mismatch machining in ball mating area. KMH-8333-239A

Mismatch machining in ball mating area. KMH-8333-240A

000885329 Nut, Self-Locking, Hex

Regular Hex VS Heavy Hex nuts GREEN 8048-913MS

Regular Hex VS Heavy Hex nuts GREEN 91044-531A

Regular Hex VS Heavy Hex nuts GREEN 8048-912MS

Regular Hex VS Heavy Hex nuts GREEN 8048-911MS

Regular Hex VS Heavy Hex nuts GREEN 8028-904MS

Regular Hex VS Heavy Hex nuts GREEN 8028-903MS

Regular Hex VS Heavy Hex nuts NCF-8348-907MS

000970479 Bar, Metal, 6" Dia

Chemical and mechanical certifications not to specification. Heats 7306 - A,B,C CUGF-8039-201A

Chemical and mechanical certifications not to specification. Heats 7306 - A,B,C CUGF-8039-202A

Chemical and mechanical certifications not to specification. Heats 7306 - A,B,C CUGF-8039-203A

004256152 Valve, Directional

Failed hydro testing. CSSTHN-2014-920MS

004651908 Electrode, Welding

Excessive porosity in welds WCAF-2041-954MS

Wednesday, June 12, 2002 Page 1 of 6



Reason  For  Recall MIC

NIIN NOMENCLATURE

Excessive porosity in welds WCAF-2041-955MS

004859941 Stud, Cont, Thd.

Material was not properly heat-treated. SMA-97042-034A

005102148 Stem, Assy, Valve

Incorrectly machined spline. KMAD-5240-904MS

Incorrectly machined spline. KMAD-6323-239A

Incorrectly machined spline. KMAD-6238-233A

005122361 Bar, Metal, 1" Dia.

Material failed SSRT. KMH-87014-202A

Material failed SSRT. KMH-87014-203A

Material failed SSRT. KMH-7106-908MS

005122362 Bar, Metal, 1-1/8" Dia.

Material failed SSRT. KNH-7180-205A

008516136 Adapter, Straight

Oversized bore. NCP-3226-519MS

Oversized bore. NCP-3096-901MS

008668637 Nuts, self-locking, Hex

Regular Hex Vs Heavy Hex nuts. NCF-5280-236A

Regular Hex Vs Heavy Hex nuts. NCF-6042-234A

008841288 Union, Pipe, 2-1/2"

Wrong pressure rating on piece - 1500 Vs 700 PSI. TBK-98063-031A

008841292 Union, Pipe

Wrong pressure rating on piece - 000 Vs 3000 PSI. NCEN-7153-902MS

Wrong pressure rating on piece - 000 Vs 3000 PSI. NCF-6321-237A
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009000521 Outlet, Pipe

Wrong pressure rating on piece - 3300 Vs 700 PSI. CNB-91102-531A

009352299 Shell, Electrical

Material not Annealed and Age Hardened KMAB-3187-133A

Material not Annealed and Age Hardened KMAB-3159-927MS

Material not Annealed and Age Hardened KMAB-3164-905MS

Material not Annealed and Age Hardened KMAB-3313-908MS

009352303 Connector, Recepticle

Material not Annealed and Age Hardened KMJ-5184-235A

Material not Annealed and Age Hardened KMJ-5155-925MS

010318871 Nut, Union, 1-1/2"

Cracks in Union Nut. NCG-4020-910MS

010420554 Ball, Bearing

Material failed SSRT - Serial # 1-375 KMH-7148-924MS

Material failed SSRT - Serial # 1474-1488 KMJ-8019-233A

010561597 Valve, Lift Check

Conflicting certifications. CSSTHN-7084-920MS

010603446 Valve, Globe

Cracks in seat welds. NCDS-6183-260A

011063017 Valve, Ball

Bar Vs Forged material. CND-8160-926/931MS

Bar Vs Forged material. CND-8166-232/238A

011271705 Ball, Valve
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Surface Finish problem. TIBO-92021-032A

011313297 Stem, Fluid, Valve

Material failed SSRT. KMH-91175-040/041A

011431552 Nut, Plain, Hex

Wrong size nut.5/16 Vs 9/16. BLUE 7334-455A

Wrong size nut.5/16 Vs 9/16. BLUE 7278-454A

011442460 Nut, Plain, Hex

Problem with testing. KMAD-6055-232A

Problem with testing. KMAD-6127-237A

011456536 Stem, Assy, Valve

Ordered to wrong specification. KMAD-6220-232A

Ordered to wrong specification. KMAD-6269-264A

Ordered to wrong specification. KMAD-6309-916MS

011477538 Stem, Assy, Valve

Markings die stamped Vs chem etch. KMH-7177-904MS

011521253 Valve, Angle

Body made from Plate Vs Forged. CND-5346-231A

011909684 Stud, Cont. Thd.

Material does not meet requirements. STWT-89115-905MS

012215714 Electrode, Welding

Bad welding electrodes. STIAT-5150-202A

Bad welding electrodes. STAAAP-5199-954MS

Bad welding electrodes. STAAAP-6281-702MS

Bad welding electrodes. STAAAP-6281-712MS
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Bad welding electrodes. STAAAP-6300-700MS

Bad welding electrodes. STAAAP-6300-702MS

012215715 Electrode, Welding

Bad welding electrodes. STAAAP-5179-951MS

012215716 Electrode, Welding

Bad welding electrodes. STAAAP-6273-950MS

Bad welding electrodes. STAAAP-6273-951MS

Bad welding electrodes. STAAAP-6281-712MS

012215720 Electrode, Welding

Bad welding electrodes. ST-99082-001A

012244769 Stem, Disc, Assy

Manufactured to wrong drawing. SSWM-9254-231/232A

012315283 Stud, Cont, Thd.

Material not phosphate coated. STTAE-8098-932MS

012336817 Nut, Plain, Hex

Material not chrome plated. ORANGE-8295-233A

Material not chrome plated. BLUE 8301-909MS

012439417 Nut, Plain, Hex

Jam Nut Vs Heavy Hex Nut. CSU-7173-450A

012480110 Tailpiece, Valve

Visual defect. NCD-8162-238/239A

013649576 Pipe, Metallic

Material incorrectly pressure tested. STN-00144-002A
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014115492 Stem, Fluid, Valve

Material improperly heat-treated. COC-99069-032A

Wednesday, June 12, 2002 Page 6 of 6


